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TEST REPORT

Report No.: CCI231000387EN-3 Report Date: Apr. 28, 2024 Page 1 of 6

Applicant : Walters Low Vision Optics, a Division of Mattingly Low Vision, Inc
Address : 135 Rio West Drive, Bldg B, El Paso, TX 79932

(The following sample(s) was (were) submitted and identified by client as)

Sample Name : Telescope

T101001, T101002, T101008, T101010, T101011, T101017, T101018, T101019,
T101020, T101020M, T101021, T101022, T101023, T101038, T101039, T101040,
T101041, T101041J, T101042, T101043, T101059, T101060, T101060J, T101063,
T101069, T101070, T101071, T101080, T101080J, T101083, T101084, T101100,
T101102, T101105, T101140, T102065, T1 02085, T102087, 7102107, T102205,
1102208, T103600

Model/item No.

Manufacturer : Walters Low Vision Optics, a Division of Mattingly Low Vision, Inc.
Manufacturer Address : 135 Rio West Drive, Bldg B, El Paso, TX 79932

Test Period : From Oct. 12, 2023 to Apr. 23, 2024

Tests Conducted : Asrequested by the applicant, for details refer to next page(s).

Executive Summary:

No. TESTED SAMPLE STANDARD / REQUIREMENT CONCLUSION
Tested material(s) of Client's requirements per California Proposition 65 PASS
1 submitted samples - Total Lead (Pb)

Tested material(s) of Client’s requirements per California Proposition 65 PASS
- submitted samples | - Phthalates
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